X-ray Diffraction Graphs
with wavelength: 1.315E-10 metres and crystal spacings in metres.
Each of these graphs have been generated in Excel using the data in the tables below.

	Bunsenite (NiO)
	D1
	2.088E-10
	D2
	2.41E-10
	D3
	1.476E-10

	 Relative Intensities
	 
	1
	 
	0.91
	 
	0.57


[image: image1.emf]X-Ray Diffraction Pattern of Bunsenite
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	Argentite (Ag2S)
	D1
	1.819E-10
	D2
	2.24E-10
	D3
	3.17E-10

	 
	 
	1
	 
	1
	 
	1


[image: image2.emf]X-Ray Diffraction Pattern of Argentite (Ag2S)

0

20

40

60

80

100

120

0 20 40 60 80 100 120 140 160

Two Theta

Intensity


	Chkalovite (Na2BeSi2O6)
	D1
	2.48E-10
	D2
	4.02E-10
	D3
	2.76E-10

	 
	 
	1
	 
	1
	 
	0.9


[image: image3.emf]X-Ray Diffraction Pattern of Chkavolite Na2BeSi2O6
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	Donharrisite Ni8Hg3S9)
	D1
	2.547E-10
	D2
	5.09E-10
	D3
	5.75E-10

	 
	 
	1
	 
	0.7
	 
	0.7


[image: image4.emf]X-Ray Diffraction Pattern of Donharrisite Ni8Hg3S9 
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	Ertixiite Na2Si4O9
	D1
	1.798E-10
	D2
	1.996E-10
	D3
	3.443E-10

	 
	 
	1
	 
	0.8
	 
	0.2


[image: image5.emf]X-Ray Diffraction Pattern of Ertixiite Na2Si4O9 
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	Fluorite CaF2
	D1
	1.931E-10
	D2
	3.153E-10
	D3
	1.647E-10

	 
	 
	1
	 
	0.94
	 
	0.35


[image: image6.emf]X-Ray Diffraction Pattern of Fluorite CaF2 
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	Gold Au
	D1
	2.355E-10
	D2
	2.039E-10
	D3
	1.23E-10

	 
	 
	1
	 
	0.52
	 
	0.36


[image: image7.emf]X-Ray Diffraction Pattern of Gold Au 
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	Hypercinnabar HgS
	D1
	1.892E-10
	D2
	1.98E-10
	D3
	3.08E-10

	 
	 
	1
	 
	1
	 
	1


[image: image8.emf]X-Ray Diffraction Pattern of Hypercinnabar Hgs 
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	Iron Fe
	D1
	2.027E-10
	D2
	1.17E-10
	D3
	1.433E-10

	 
	 
	1
	 
	0.3
	 
	0.2


[image: image9.emf]X-Ray Diffraction Pattern of Hypercinnabar Hgs 
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	Juanite Ca10Mg4Al2Si11O29.4H2O
	D1
	1.93E-10
	D2
	2.98E-10
	D3
	3.27E-10

	 
	 
	1
	 
	1
	 
	1


[image: image10.emf]X-Ray Diffraction Pattern of Juanite 
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